Intertek

Total Quality. Assured.

TEST REPORT

Applicant: MID OCEAN BRANDS B.V.
UNIT 711-716 7/F TOWER A
83 KING LAM STREET
CHEUNG SHA WAN KOWLOON
HONG KONG

Attn: FANNY CHUI

Sample Description As Declared :
No. Of Sample : Two
Buyer’'s Name D -
Agent's Name D
Manufacturer’'s Name: 119376

Number: HKGT05614187-S2

Date: Jun 15, 2026

This is to supersede report no.
HKGT05614187-S1 dated May
27, 2026

Sample Description : Woven Fabric, marked as A and B

Colour : (A) Navy
(B) Khaki
Style No. : MO3212

Order No. / PO No. : -

Product End Uses  : Cross Body Urban Bag

Fibre Content ;-

Fabric/GMT Weight : -

Ref. -

Date Received/Date Test Started : May 18, 2026
Applicant’s Provided Care Instruction/Label :

For and on behalf of
Intertek Testing Services Hong Kong Limited

Amy K.W. Wong \ [
Assistant General Manager

Intertek Testing Services Hong Kong Limited 2/F Garment Centre
576 Castle Peak Road
Kowloon, Hong Kong
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Tel +852 2173 8888 m

Fax +852 2786 1903
intertek.com.hk
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TEST REPORT

Number: HKGT05614187-S2

Original Sample Photo:

Conclusion:
(A) (B)
Spray Test As Received M M
Note : C = Conform Label M* = Commercially Acceptable
M = Meet Applicant’s Requirement F* = Fail
F = Fail To Meet Applicant’s Requirement N/A = Not Applicable
# = No Comment - = Did Not Perform
* = See Remark
For and on behalf of
Intertek Testing Services Hong Kong Limited
Amy K.W. Wong \ I
Assistant General Manager
LR R
Intertek Testing Services Hong Kong Limited 2/F Garment Centre Tel +852 2173 8888 m

576 Castle Peak Road  Fax +852 2786 1903
Kowloon, Hong Kong intertek.com.hk
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TEST REPORT

Tests Conducted (As Requested By The Applicant)
1  Spray Test As Received (ISO 4920-2012):

Number: HKGT05614187-S2

(A) (B) Applicant's

Rating Individual Reading Requirement
Specimen 1 4-5 4 4
Specimen 2 4-5 4

Specimen 3 4-5 4

Testing Condition : Standard temperate atmosphere: Temperature: 20 + 2°C & Relative Humidity: 65 + 2%
Temperature Of The Distilled Water: 20 + 2°C

Remark : Rating 5 — No sticking or wetting of the specimen face
Rating 4 — Slight random sticking or wetting of the specimen face

End of Report

When a statement of conformity to a specification or standard is provided on test report, the decision rule shall be applied. For details, please refer to the latest version of Intertek’s “Decision
Rule Information” and is available on Intertek's website. https.//intertekhk.qrd.by/decision-rules-info. If decision rule already inhered in the requested specification or standard, Intertek’s
"Decision Rule Information” is not applicable.

This report is for the exclusive use of Intertek’s Client and is provided pursuant to the agreement between Intertek and its Client. Intertek's responsibility and liability are limited to and subject to
our standard Terms and Conditions which can be obtained at our website: http.//www.intertek.com/terms/. Intertek assumes no liability to any party, other than to the Client in accordance with
the agreement, for any loss, expense or damage occasioned by the use of this report. Intertek is responsible for all the information provided in the reports, except when information is provided
by the Client or when the Client requires the item to be tested acknowledging a deviation from specified condiitions that can affect the validity of results.

The observations and test results in this report are relevant to the sample(s) tested and submitted by client. The report is not intended to be a recommendation for any particular course of
action, you are responsible for acting as you see fit on the basis of the report results. This report does not discharge or release you from your legal obligations and duties to any other person.

Only the Client is authorized to permit copying or distribution of this report and the report shall not be reproduced except in full. Any use of the Intertek name or one of its marks for the sale or
advertisement of the tested material, product or service must first be approved in writing by Intertek. This report by itself does not imply that the material, product, or service is or has ever been
under an Intertek certification program.
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576 Castle Peak Road ~ Fax+852 2786 1903
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To : MID OCEAN BRANDS B.V.
Attention : FANNY CHUI Date : Jun 15, 2026
Re : Report Revision Notification

Report Number HKGT05614187-S1 Date(MAY 27, 2026 )

Please note the changes in the above captioned report. This captioned report is now superseded by a revised
report, Number HKGT05614187-S2 , issued on (Jun 15, 2026).

Changes to the Report Amend Sample Description

Thank you for your attention

For and on behalf of
Intertek Testing Services Hong Kong Limited

Amy K.W. Wong \ [
Assistant General Manager

Intertek Testing Services Hong Kong Limited 2/F Garment Centre Tel +852 2173 8888
576 Castle Peak Road ~ Fax +852 2786 1903
Kowloon, Hong Kong intertek.com.hk
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